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Diamond Blade Saw Applications 

Equipments: 

Digital Low Speed Diamond Saw - SYJ-150 

 
 

 

 

 

Automatic Section Saw - SYJ-200 

 

Precision CNC Dicing/Cutting Saw - SYJ-400 

 

Precision CNC Dicing / Cutting Saw - SYJ-800 

 
 

 

 

 

 

 

 

 

 

http://www.mtixtl.com/
http://www.mtixtl.com/diamondsaw-SYJ-150.aspx
http://www.mtixtl.com/diamondsaw-SYJ-200.aspx
http://www.mtixtl.com/diamondsaw-SYJ-400.aspx
http://www.mtixtl.com/diamondsaw-SYJ-800.aspx
http://www.mtixtl.com/images/products/detail/SYJ400HOME.1.jpg
http://www.mtixtl.com/images/products/detail/XJY800.jpg
13107
戳记

13107
戳记

13107
戳记



Diamond Blade Saw Applications (SYJ-150, SYJ-200, SYJ-400, SYJ-800)  

 

MTI Corporation 

860 South 19th Street, Richmond, CA 94804, USA 

www.mtixtl.com                         Tel: 510-525-3070 

Testing Equipment#1: 

Digital Low Speed Diamond Saw - SYJ-150 

 

Testing Materials:   Iron ore 

Accessories: Diamond blade EQ-DF0403 

Testing Object: Cutting 

 

Testing Data: 
Thickness of blade:     0.35mm 

Cutting speed:             324r/min 

Sample size:                Ø25 × 0.65mm 

 

Application Images: 

 

 

Sample Result Images: 

 

 

Note: Small Precision Diamond Wire Saw -- STX-202A can perform the same task 

http://www.mtixtl.com/
http://www.mtixtl.com/diamondsaw-SYJ-150.aspx
http://www.mtixtl.com/4diax035mmtx05arborsinteredfulldiamondcuttingbladesfinegrade40micron---df0403.aspx
http://www.mtixtl.com/sxj-2precisionendlesswiresawwith2digitaltravelandtwoangleadjustablesamplestage-1.aspx
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Testing Equipment#2: 

Automatic Section Saw - SYJ-200 

 

Testing Materials:   Steel bolt 

Accessories: Alumina Abrasive Blade EQ-AL0801 

Testing Object: Central cutting 

Testing Data: Thickness of blade:     0.05 mm 

Cutting speed:             1 mm/min 

 

Application Image: 

 

Sample Result Image: 

 

Note: Special fixture is required; cutting speed needs to be slow 

Special fixture 

http://www.mtixtl.com/
http://www.mtixtl.com/diamondsaw-SYJ-200.aspx
http://www.mtixtl.com/8Diax0.04tx1.26arborAluminaAbrasiveCuttingBladeForSYJ-200.aspx
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Testing Equipment#3: 

Precision CNC Dicing / Cutting Saw - SYJ-400 

 

Testing Materials:   Piezoceramic 

Accessories: Diamond blade EQ-DF0403 

Testing Object: Grooving 

 

Testing Data: 
Thickness of blade:     0.35mm 

Cutting speed:             5mm/min 

Sample result:             0.4×0.4×5mm 

 

Application Image: 

 

Sample Result Image: 

 

http://www.mtixtl.com/
http://www.mtixtl.com/diamondsaw-SYJ-400.aspx
http://www.mtixtl.com/4diax035mmtx05arborsinteredfulldiamondcuttingbladesfinegrade40micron---df0403.aspx
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Testing Equipment#3: 

Precision CNC Dicing / Cutting Saw - SYJ-400 

 

Testing Materials:   4mm O.D Quartz tube 

Accessories: Diamond blade EQ-DF0403 

Testing Object: Fast cutting 

 

Testing Data: 
Thickness of blade:     0.35mm 

Cutting speed:             30 mm/min 

 

Application Images: 

 

Sample Result Image: 

 

http://www.mtixtl.com/
http://www.mtixtl.com/diamondsaw-SYJ-400.aspx
http://www.mtixtl.com/4diax035mmtx05arborsinteredfulldiamondcuttingbladesfinegrade40micron---df0403.aspx
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Testing Equipment#3: 

Precision CNC Dicing / Cutting Saw - SYJ-400 

 

Testing Materials:   Chrome (Cr) 

Accessories: EQ-SC0404 (Sic Blade) 

Testing Object: Cutting 

 

Testing Data: 
Thickness of blade:     0.4mm 

Cutting speed:             3 mm/min 

Sample Result Image: 

 

Note: For a better cutting surface quality, Sic blade is better than diamond blade 

 

Testing Materials:   Piezoceramics 

Accessories: Diamond blade EQ-DF0403 

Testing Object: Cutting 

 

Testing Data: 
Thickness of blade:     0.35mm 

Cutting speed:             1 mm/min 

Sample Result Image: 

 

Sample resulting size: 18.5 × 16 × 1.28mm 

 

http://www.mtixtl.com/
http://www.mtixtl.com/diamondsaw-SYJ-400.aspx
http://www.mtixtl.com/4diax0.35mmx05arborsicabrasavecuttingbladesforlowspeedtrimsawsc0404.aspx
http://www.mtixtl.com/4diax035mmtx05arborsinteredfulldiamondcuttingbladesfinegrade40micron---df0403.aspx
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Testing Materials:   Piezoceramics 

Accessories:  EQ-EC-422 

Testing Object: Grooving 

 

Testing Data: 
Thickness of blade:     0.1mm 

Cutting speed:             30 mm/min 

Sample Result Image: 

 

Sample resulting size: 0.2 × 0.2 × 0.2 mm 

 

 

 

 

 

 

 

 

 

 

 

 

 

http://www.mtixtl.com/
http://www.mtixtl.com/86mmodx01mmthicknessdiamondcuttingbladeswith05arborflange.aspx
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Testing Equipment#4: 

Precision CNC Dicing / Cutting Saw - SYJ-800 

 

Testing Materials:   Quartz  

Accessories: Diamond blade EQ-DF0403 

Testing Object: Cutting 

 

Testing Data: 
Thickness of blade:     0.35mm 

Cutting speed:             5 mm/min 

Sample Result Image: 

 

 

http://www.mtixtl.com/
http://www.mtixtl.com/images/products/detail/XJY800.jpg
http://www.mtixtl.com/diamondsaw-SYJ-800.aspx
http://www.mtixtl.com/4diax035mmtx05arborsinteredfulldiamondcuttingbladesfinegrade40micron---df0403.aspx
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